
DCLi1
1 min

850 °C

DCLi2
12 min
850 °C

DCLi3
25 min
775 °C

DCLi4
18 min
810 °C

(a) (b)

(c) (d)

Na

Li

Na

Li

Na

Li

Na

Li

distance (µm) distance (µm)

distance (µm) distance (µm)

-1
L
i, 

N
a
 (

m
o
l L

)
-1

L
i, 

N
a
 (

m
o
l L

)

-1
L
i, 

N
a
 (

m
o
l L

)
-1

L
i, 

N
a
 (

m
o
l L

)

1

DCLi5
6.25 min

775 °C

DCLi6
10 min
900 °C

(e) (f)Na

Li

Na

Li

distance (µm)distance (µm)

-1
L
i, 

N
a
 (

m
o
l L

)

-1
L
i, 

N
a
 (

m
o
l L

)



DCLi8
15 min
750 °C

(g)Na
-1

L
i, 

N
a
 (

m
o
l L

)

Figure S1: Li–Na interdiffusion profiles of the 
respective experiments. Experimental 
conditions are given in the bottom right 
corners.
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