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(a) Optical image (Z17TB04B)

(c) OH content map (Z17TB04B)
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(e) X(Grs) map (Z17TB04B)

(b) Optical image (ZTUv)

(d) OH content map (ZTUv)

(f) TiO  wt% map (ZTUv)2
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