Sb (at.%)

o
200,59 @] 2%, 9 o (b)
1.75 2001
1,50 X 175
© ]
1.25 = 150
1.00 S 125
© 1.00 1
0.75 i
0.50 b 075
- ) " 050
025 ? 0.25 1
0.00 R O o [ o A
8 9 10 1 12 13 45 46 47 48 49 50 51

As (at.%) As+Sb+Cu (at.%)



