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FePt and FePd alloys
equilibrated with spinel+slag
1300 °C - Klemettinen et al. (2021)
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- )

- | O FePt - Kessel et al. (2001) 00.22

- | ® FePt - this study

- | AFePd - Ghosh et al. (1999)

n 0.14

- values in italics are X_ of FePt alloy
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